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Use for asphalt or cement treated base.

1.  Use when treated permeable base is asphalt treated.

10‑1.__  TREATED PERMEABLE BASE

Treated permeable base shall be asphalt treated and shall conform to the provisions in Section 29, "Treated Permeable Bases," of the Standard Specifications.

2.  Use when treated permeable base is cement treated.

10‑1.__  TREATED PERMEABLE BASE

Treated permeable base shall be cement treated and shall conform to the provisions in Section 29, "Treated Permeable Bases," of the Standard Specifications.

