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Use when approach slabs are to be constructed on a subsequent contract and joint seal assemblies are to be installed later.  Include concrete header and steel plate details shown in Memo to Designers 5‑3 in project plans.

Add SSP 51-490.

REINFORCED CONCRETE HEADERS AND STEEL PLATES AT SEAT TYPE ABUTMENTS

Reinforced concrete headers and steel plates to be constructed and installed at seat type abutments for future installation of joint seal assemblies shall conform to the details shown on the plans and these special provisions.

2

Concrete for concrete headers shall be minor concrete, except that the concrete shall contain not less than 300 kilograms {506 pounds} of cement per cubic meter {cubic yard}.

3

Steel plates and attachment hardware shall conform to the provisions in Section 75, "Miscellaneous Metal," of the Standard Specifications, except that galvanizing will not be required.

