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Use when applicable.

Roadside signs shall not be ground-mounted on metal posts.

10‑1.__  ROADSIDE SIGNS

Roadside signs shall be installed at the locations shown on the plans or where designated  by the Engineer and in conformance with the provisions in Section 56‑2, "Roadside Signs," of the Standard Specifications and these special provisions.

2

Wood posts shall be pressure treated after fabrication in conformance with the provisions in Section 58, "Preservative Treatment of Lumber, Timber and Piling," of the Standard Specifications with creosote, creosote coal tar solution, creosote petroleum solution (50-50), pentachlorophenol in hydrocarbon solvent, copper naphthenate, ammoniacal copper arsenate, or ammoniacal copper zinc arsenate.  In addition to the preservatives listed above, Southern yellow pine may also be pressure treated with chromated copper arsenate.  When other than one of the creosote processes is used, blocks shall have a minimum retention of 6.4 kg/m3 {11 pounds per cubic yard}, and need not be incised.

3*.  Use when object marker panels are mounted on the same post as a roadside sign.  Edit as required.

Type N, Type P, and Type R marker panels mounted on a post with a roadside sign shall be considered to be sign panels and will not be paid for as markers.

