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Use when the curing compound method of curing concrete is either mandatory or optional and the clear or translucent type compound is required.

1*.  Use when the curing compound method is mandatory and edit for the concrete facilities involved.

The concrete for ___________________ shall be cured by the curing compound method.  The curing compound shall be curing compound (6) conforming to the provisions in Section 90‑7.01B, "Curing Compound Method," of the Standard Specifications.

2*.  Use when the curing compound method is optional and edit for the concrete facilities involved.

If the Contractor elects to use the curing compound method for curing concrete for __________, the curing compound shall be curing compound (6) conforming to the provisions in Section 90‑7.01B, "Curing Compound Method," of the Standard Specifications.

3

The curing compound shall be applied in a manner that will provide a complete coating of all exposed faces of the concrete surface.

