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USE WITH 2006 STANDARDS.

Add to SSP 55‑500 when new prestressed steel girders are to be painted.  Use with SSP 59‑520.

1.  Add to the "GENERAL" section of 55‑500.  Edit to agree with plans and to be consistent with Para 3 of 50-550.

Structural steel (bridge) shall consist of ducts, brackets, straps, posts, fasteners, and grout caps for prestressing steel girders.

2.  Paras 2 through 4, add to "MATERIALS" section of 55‑500.

Ducts for prestressing shall be galvanized Schedule 40 steel pipe conforming to the requirements in ASTM Designation:  A 53/A 53M or galvanized rigid steel conduit conforming to UL Publication 6 for Rigid Metallic Conduit.

3

Adjacent sections of steel conduit or pipe shall be connected with galvanized standard pipe couplings.

4

Ducts for prestressing shall be terminated in an adapter at least one inch away from each end anchorage bracket to provide for girder shortening during stressing.  Joints in the ducts and at adapters shall not leak during grouting operations.  Tape, clamps, or other devices used outside the ducts or adapters to prevent leaks shall be removed after grouting and shall become the property of the Contractor.
