 XE "66-050_E_A01-05-07" 
Page 1 of 1
USE WITH 2006 STANDARDS.

Use when fast setting concrete is needed for concrete backfill.  Add to SSP 66-010.

Portland cement for concrete backfill shall be Type III conforming to the provisions in Section 90‑2.01A, "Cement," of the Standard Specifications.  A Type C accelerating admixture conforming to the requirements in ASTM Designation:  C 494 shall be added to the concrete mix for concrete backfill.  The admixture shall be used at the rate recommended by the manufacturer of the admixture.  The admixture shall not contain chlorides as Cl in excess of one percent by mass as determined by California Test 415.

