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USE WITH 2006 STANDARDS.

Use for all projects in District 11.

8‑2.__  CEMENTITIOUS MATERIAL AND AIR CONTENT

Except for concrete listed below, all concrete that is designated as Class 2 and all concrete for use in structures shall contain not less than 630 pounds of cementitious material per cubic yard and shall be air entrained as provided in Section 90‑4, "Admixtures," of the Standard Specifications.  The air content at time of mixing and prior to placing shall be 3.0 ± 1.0 percent.

A.
Paving concrete.

B.
Concrete designated by 28‑day compressive strength.

C. Concrete specified to have a cementitious material content that exceeds 630 pounds per cubic yard.

D. Seal course concrete.

E.
Concrete for deck slabs of bridges and structure approach slabs.

F.
Concrete for piling.

