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USE WITH 2006 STANDARDS.

Include when fog seal coat is specified for existing shoulders, dikes, miscellaneous areas or other areas off the traveled way.  Do not include when the only fog seal coat is for flush coats under Section 37 SSPs or HMA smoothness corrections or rumble strips under Section 39 of the Standard Specifications.

10-1.__  FOG SEAL COAT

Fog seal coat shall conform to the provisions in Section 37-1, "Seal Coats," of the Standard Specifications and these special provisions.

2

Attention is directed to "Order of Work" of these special provisions regarding application of asphaltic emulsion.

3.  Revise if different grade is required.

Asphaltic emulsion shall be either Grade SS1h or CSS1h.

