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USE WITH 2006 STANDARDS

Use BEES item codes:

240100
Lime

240105
Lime Stabilized Soil

270065
Asphaltic Emulsion (Curing Seal)

10-1.__  LIME STABILIZED SOIL

Lime stabilized soil shall conform to the provisions in Section 24, "Lime Stabilized Soil," of the Standard Specifications and these special provisions.

2*.  Edit to include the amount of lime to be added, based on the Soils Report, and the compressive strength used in the design of the structural section, but not less than 300 psi.

Lime shall be added to the material to be stabilized at the rate of ____ percent by weight of the dry material.  The exact rate will be determined by the Engineer based on an unconfined compressive strength of the lime stabilized material of ____ pounds per square inch, as determined by California Test 373.

