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Section 51-2.02A(2). Use for joint seal assemblies with a shop-painted area over 500 sq ft. This adds the requirement for AISC-420-10/SSPC-QP 3.
Use with SSP 59-2.01C(2).

Replace the 2nd sentence of the 1st paragraph of section 51-2.02A(2) with:
Cleaning and painting must comply with the specifications for new structural steel in section 59-2 except SSPC-QP 1 and SSPC-QP 2 certifications are not required.
