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Section 90-1.02G(6). Use for concrete placed in soil or water, where the soil or water has both (1) a sulfate concentration from 1,500 to 1,999 ppm or a pH from 5.6 to 7 and (2) a chloride concentration of less than 500 ppm. Insert the locations of the concrete; use a table if necessary. List only the specific element or portion that is exposed as described in these instructions.

Add to section 90-1.02G(6):
For concrete at ________, the ratio of the quantity of free water to the quantity of cementitious material must not exceed 0.45.




