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Section 15-5.04. Use if refinishing bridge decks after removing existing railings, curbs, or sidewalks.

1. Use for projects located above elevation 3,000 feet in freeze-thaw areas.

Add to section 15-5.04B:
Use an air-entraining admixture complying with section 90-1.01C(4). Concrete must have an air content of between 7 and 10 percent.

2. Use in freeze-thaw areas or within 1,000 feet of ocean or tidal waters; refer to section 8-2 of Memos to Designers for climate area limits.
Add to section 15-5.04C(1):
Clean the cut ends of dowels under SSPC-SP 3. Paint dowel ends immediately after cleaning with 2 coats of organic zinc-rich primer under section 59-2.03C(2)(a).

3. Use if the contract item for refinish bridge deck is more than 10 percent of the total project cost.
The 2nd paragraph of section 15-5.04D is deleted.
