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Section 19-6.02B. Use for geosynthetic reinforced embankments.

Add to section 19-6.02B:
1. Insert types and LTDs as recommended by the geotechnical designer. The types, elevations, begin and ending stations, and embedment lengths of the geosynthetic reinforcement must be shown.
LTDS values of geosynthetic reinforcement must comply with section 88-1.02D(2) and the following:
	Geosynthetic reinforcement
type
	LTDS
(lb/ft)

	
	

	
	

	
	

	
	




Replace the 3rd paragraph in section 19-6.02B with 
2. Use if backfill material must have different requirements than those specified in the Standard Specifications. Edit as needed.
Backfill must comply with the requirements in the following 2 tables:
	Sieve size
	Percent passing

	1-1/2"
	

	3/4"
	

	No. 4
	

	No. 40
	

	No. 200
	



	Property
	Requirement
	California Test No.

	Plasticity index
	
	204

	pH
	
	643



