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Section 51-1.03E(12). Use for diaphragm bolsters.

Replace "Reserved" in section 51-1.03E(12) with:
1
Concrete must comply with specifications for minor concrete except:
1.	Maximum aggregate size must be from 3/8 to 1-1/2 inches
2.	If you use the 3/8-inch maximum size aggregate grading, the concrete must contain at least 675 pounds of cementitious material per cubic yard

2. Use if the plans show typical hinge restrainer details (e.g. Std Dwg 7-710e-1 or Figure B11 of Memo to Designers, Sheet 20-4, Attachment B). If more than 1 pipe restrainer per bolster or other obstructions that may adversely affect the quality of shotcrete placement are shown, check with the designer before using.
You may use structural shotcrete complying with section 53-2 to construct diaphragm bolsters.
3
Drilling and bonding dowels must comply with section 51-1.03E(3).
4. Use if cored holes in the deck are shown.
Fill holes cored in bridge decks with the same concrete specified for the bolsters or with magnesium phosphate concrete. Unless authorized, do not allow traffic on the new concrete until 1 hour after final set.
5. Use if the bolster is only in compression.
Cleaning the construction joint surfaces between the existing concrete and the bolster concrete is not required.
