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Section 52-2.01. Use if epoxy-coated reinforcement (ASTM A775, green) or epoxy-coated prefabricated reinforcement (ASTM A934, purple) is specified or shown.

Add to section 52-2.01A(3):
52-2.01A(3)(e) Certificates
Submit a certificate of compliance for each shipment of dual-coated bar reinforcing steel. Include the following with the submittal:
1.	Certification that the reinforcement complies with ASTM A1055
2.	All certifications specified in ASTM A1055

Add to section 52-2.01B:
You may use dual-coated bar reinforcing steel complying with ASTM A1055 as an alternative to epoxy-coated reinforcement or epoxy-coated prefabricated reinforcement. Bar reinforcing steel to be dual-coated must be deformed, Grade 60 bars complying with ASTM A706. 
Dual-coated bar reinforcement must be the same bar size and must be placed at the same spacing as described for epoxy-coated reinforcement and epoxy-coated prefabricated reinforcement.
Add to section 52-2.01C:
Do not bend bar reinforcing steel complying with ASTM A1055 after coating application if used as an alternative to epoxy coated prefabricated reinforcement.
Job site and PC plant practices for substituted bar reinforcement must comply with appendix X1 of ASTM A1055, except replace "should" with "must."
