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Section 52-2.03A(1). Use for epoxy-coated prefabricated reinforcement for:
1. Portions of structures that are in direct contact with marine or brackish water. Epoxy-coated prefabricated reinforcement should be used in the water and extend 20 feet above the mean higher high tide water level.
2. Reinforcement in concrete barriers on structures located within 1,000 feet of ocean or tidal water.
Plans must clearly show where epoxy-coated prefabricated reinforcement is to be used.
Reinforcement inside CISS piles should NOT be epoxy coated.

Add to section 52-2.03A(1):
1. Edit to match plans.
Epoxy coat reinforcement at the following locations:
1.	Where shown
2.	Concrete barriers at _____.
1.3. List description of a portion of structure, structure, wingwall, retaining wall, or other location where epoxy-coated prefabricated reinforcement is required but not shown on the plans.
3.	____

