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Section 55-1.02B(6)(a). Use for galvanizing HS fasteners.
Use if (1) waterborne inorganic zinc coating without finish coats is specified, (2) paint removal at connections to existing steel is not required, (3) galvanized members are bolted to existing steel, or (4) fasteners are located in a freeze-thaw area or within 2 miles of ocean or tidal waters.
Do not delete for work complying with sections 56-3 or 86-2.04.
Do not use with A490 or A354 Grade BD fasteners.

Add to section 55-1.02B(6)(a):
Zinc coat HS fastener assemblies and other fasteners attached to structural steel. If direct tension indicators are used, all components of these fastener assemblies must be zinc coated by mechanical deposition.
