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Section 55-1.02B(7)(b). Use if backing for welds is allowed.
Use for orthotropic girders or other types where backing for welds is shown or allowed. Discuss with OSD; do not use unless backing strips are shown or they must remain in place due to fabrication procedures.

Replace "Reserved" in section 55-1.02B(7)(b) with:
For welds subject to computed stresses, backing for welds that is left in place in the completed structure must be (1) a single length and (2) the same material as the structural steel being welded.
Single length backing may be either a continuous strip or multiple lengths joined by complete joint penetration butt welds before being installed as backing.
Butt welds in backing material are subject to the same type and frequency of testing as specified for the type of joint in the material being joined. Grind butt welds in backing material flush as necessary to obtain proper inspection and fit-up in the welded joint where backing is used.
