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Section 19-3.02G. Use for soldier pile retaining walls if the minimum cementitious material content of the concrete backfill is other than 505 lb/cu yd. Insert the minimum cementious material content.

Replace the 1st paragraph of section 19-3.02G with:
Concrete backfill encasing steel soldier piles below the lagging must comply with section 90-1 and contain at least _____ pounds of cementitious material per cubic yard.
