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Section 49-3.02B(7). Use for Type II CIDH piling if Geotechnical Services allows the use of slurry cement backfill in the annular space between the soil and the casing for Type II CIDH piling.
Use with SSP 49-3.02B(6)(c).

Replace section 49-3.02B(7) with:
49-3.02B(7)  Slurry Cement Backfill
Slurry cement backfill must comply with section 19-3.02D.
