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Section 49-2.01A(1). Use for Alternative “W” piles for Class 90, Class 140, and Class 200 piles if corrosion rate is higher than 0.001 inch per year. Consult Geotechnical Services if corrosion rate is not in the foundation report. Insert location. Delete “ at _____“ if alternative “W” piles are not allowed on the project. 

Add to section 49-2.01A(1):
Do not use alternative “W” piles at _________.
