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Section 52-2.02A(3). Use if epoxy-coated (green) bar reinforcement (ASTM A775) is specified or shown.
Do not use in any of the following:
1. Seismic critical components of structures
2. Capacity protected components of structures
[bookmark: _GoBack]3. Bridge decks

Add to section 52-2.02A(3):
1
For low carbon, chromium-steel bar reinforcement, submit a certificate of compliance for each shipment. Include with the submittal:
1.	Certification that the reinforcement complies with ASTM A1035.
2.	All certifications specified in ASTM A1035

