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Section 96-1.02B. Use for projects with filter fabric.

Add to section 96-1.02B:
1. Specify the application and the class of filter fabric (based on testing of soil on the job site). For multiple applications, copy paragraph 1 and edit. If the soil is not tested, specify Class A as the default.
Use Class A if less than 15 percent passes a no. 200 sieve.
Use Class B if 15 to 50 percent passes a no. 200 sieve or the plasticity index is more than 7.
Use Class C if more than 50 percent passes a no. 200 sieve.
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