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Section 37-3. Use with slurry seals and micro-surfacing.

1. Insert slurry seal or micro-surfacing and aggregate type. Do not specify Type I aggregate for micro-surfacing.
Add to section 37-3.02A:
Aggregate for _____ must be Type __.

3. Use to specify truck mounted mixer.
Replace the 1st paragraph of section 37-3.03C(5)(a) with:
Use a continuous self-loading mixing machine except you may use truck mounted mixer spreaders on any of the following:
1.	Radii’
2.	Side streets
3.	Gore areas
4.	Areas requiring hand work


4. Use if there is more than 1 day's production of micro-surfacing.
Replace Reserved in section 37-3.03D(3)(c) with:
Construct a micro-surfacing test strip:
1.	From 300 to 450 feet long
2.	The same as the full production micro-surfacing
3.	On one of the application courses specified at an authorized location
4.	At the same time of day or night the full production micro-surfacing is to be applied

If multiple application courses are specified, you may construct test strips over 2 days or nights.
The Engineer evaluates the test strip after traffic has used it for 12 hours. If the Engineer determines the mix design or placement procedure is unacceptable, make modifications and construct a new test strip for the Engineer's evaluation.
