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Section 39-2.01C(3)(c). Use for applying a prime coat on base before paving with HMA.

Replace section 39-2.01C(3)(c) with:
39-2.01C(3)(c)  Prime Coat
Apply a slow-setting asphaltic emulsion as a prime coat to AB areas designated by the Engineer and at a spread rate from 0.15 to 0.40 gal/sq yd. Do not apply more prime coat than can be absorbed completely by the AB in 24 hours.
You may modify the prime coat application rates if authorized.
Close areas receiving prime coat to traffic. Do not allow tracking the prime coat onto pavement surfaces beyond the job site.
