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Section 39-2.01C(3)(f). Use for a District 2 project to replace the tack coat application rates.

Replace the table in the 3rd paragraph of section 39-2.01C(3)(f) with:
	Tack Coat Application Rates for HMA

	HMA over:
	Minimum residual rates (gal/sq yd)

	
	CRS2 and CQS1 asphaltic emulsion
	Asphalt binder and PMCRS2 asphaltic emulsion

	New HMA (between layers)
	0.03
	0.02

	Concrete pavement and existing asphalt concrete surfacing
	0.04
	0.03

	Planed pavement
	0.06
	0.04



