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Section 46-2.01D(2)(b)(i). Use for ground anchors if performance test locations are not shown or if the compressive strength at loading is not 2,880 psi.

1. Use if performance test locations are not shown. Insert the number provided by the designer. For wall anchors, generally a minimum of 3 anchors but not less than 5 percent of anchors should be performance tested. For footing anchors, generally a minimum of 2 anchors but not less than 10 percent of anchors per footing should be performance tested. For footing anchors, add "at each footing" to the end of the 1st sentence.
Add to section 46-2.01D(2)(b)(i):
Performance test a minimum of ___ ground anchors. The Engineer determines which anchors are to be performance tested.

2. Use if the compressive strength at loading is not 2,880 psi or if requested by the designer to delete "or has cured for at least 7 days." Insert the value provided by the designer. Typically, 80 percent of the 28-day compressive strength is specified as the compressive strength at loading.
Replace the 3rd paragraph of section 46-2.01D(2)(b)(i) with:
Do not stress against the concrete until it has attained a compressive strength of at least ______ psi or has cured for at least 7 days.
