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Section 49-1.01D(5). Use if steel piling is to be embedded into rock and the top of rock elevations vary.
Test borings are used to verify top of rock elevation. It is not the intent of this specification to gather any other geotechnical data. Use only if requested by the Office of Geotechnical Services.

1. Use to specify test boring locations. Delete the table and edit accordingly for only 1 location.
Add to section 49-1.01D(5):
Perform test borings at the locations shown in the following table:
	Bridge no.
	Location

	
	

	
	

	
	

	
	




2. Use to revise the depth of drilling below the specified tip elevation. Insert depth required.
Replace the 5th paragraph of section 49-1.01D(5) with:
Drill test borings by rotary drill methods to a depth of at least __ feet below the specified tip elevation shown. Test borings must be at least 3 inches in diameter.
