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Section 51-1.01D(2)(b). Use for RSC if a strength greater than 1,200 psi at the age of break is required. Insert location. Edit if the designer requires a value different than 2,500 psi.

Add to section 51-1.01D(2)(b):
For RSC used at __________, the average strength of the 5 test cylinders must be at least 2,500 psi. Not more than 2 test cylinders may have a strength of less than 2,400 psi.
