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Section 51-1.03F(5)(b)(i). Use for new bridge decks and approach slabs in noise-sensitive areas. Do not use in freeze-thaw areas.
The Memo to Specification Engineer/Estimator should state whether the deck surfaces are in a noise-sensitive area. Except for bridge widenings, longitudinal tining of deck surfaces is not allowed in noise-sensitive area

Replace the 1st paragraph of section 51-1.03F(5)(b)(i) with:
1. Use if all roadway surfaces are in a noise-sensitive area. Delete par. 2.
Except for bridge widenings, texture the bridge deck surfaces longitudinally by grinding and grooving.
2. Use if some roadway surfaces are in a noise-sensitive area and others are not. Insert names of bridges that are not in a noise-sensitive area. Create a list if necessary. Delete par. 1.
Except for bridge widenings, texture the bridge deck surfaces longitudinally by grinding and grooving. You may texture the deck surface at _______ by longitudinal tining.
