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Section 51-3.03B. Use with PTFE spherical bearings.

1. Use if the initial static coefficient of friction is not 0.06. Insert coefficient of friction value. Check with OSD. Different values may be needed if the bearing stress varies.
Replace the 8th paragraph in section 51-3.03B(1) with:
PTFE spherical bearings must have an initial static coefficient of friction of at most ____.

Add to section 51-3.03B(2):
2. Use if the total area to be painted is less than 500 sq ft.
Except for stainless steel surfaces, clean and paint metal bearing surfaces after fabrication under the specifications for new structural steel in section 59-2. SSPC-QP 1, SSPC-QP 2, and AISC-420-10/SSPC-QP 3 certifications are not required.
3. Use if the total area to be painted is greater than 500 sq ft.
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