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Section 55-1.02E(6)(c). Use for sealing direct tension indicator gaps.
Use if bolted connections are located in a freeze-thaw area or within 2 miles of ocean or tidal waters.

Add to the list in the 11th paragraph of section 55-1.02E(6)(c):
5.	Seal the perimeters of direct tension indicator gaps with caulking. Caulking must be gray and at least 50 mils thick. Apply caulking before painting.

