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Section 56-2.02B(2). Use if any members are labeled as main tension members on the project plans.

Replace Reserved in section 56-2.02B(2) with:
Steel components over 1/2-inch thick must comply with the CVN testing requirements for ASTM A709/A709M Grade 50 steel in section 55-1.02D(2) if they are shown as main tension members or are welded to members shown as main tension members. For hollow structural section (HSS) shapes, the thickness is the nominal wall thickness. For other shapes, the thickness is the largest of the nominal thicknesses of the member. HSS members complying with ASTM A1085 are exempt from this requirement.
