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Section 59-2.01C(4)(b)(i). Use for solvent-cleaned bolt holes.
Use if bolted connections are located in a freeze-thaw area or within 2 miles of ocean or tidal waters.

Add to section 59-2.01C(4)(b)(i):
[bookmark: _GoBack]Coat the inside surfaces of bolt holes cleaned under SSPC-SP 1 with 1 coat of organic zinc primer after applying the undercoat to adjacent steel surfaces. Protect the adjacent undercoated surfaces from the organic zinc primer.
