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Section 59-2.01C(4)(c). Use for special finish coat requirements for the State Specification PWB coating system.
Use if PWB 171, light green, and PWB 172, dark green, are not used for finish coating existing surfaces. Insert bridge number and State Specification PWB numbers. If aluminum waterborne acrylic finish paint is requested by OSM&I, insert 161 for the 1st finish coat and 162 for the 2nd finish coat.
Contact OSM&I for other color numbers and paint formulations.

Add to section 59-2.01C(4)(c):
For existing steel surfaces of bridge no. _______, the 1st finish coat must comply with State Specification PWB _____ and the 2nd finish coat must comply with State Specification PWB ______.
