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Section 59-3.03. Use to specify the finish coat color for galvanized surfaces if the finish coat color is not no. 14090, dark green.
Insert the bridge number and the finish coat color desired. Ranch green is no. 54491 and dark gray is no. 26408. Contact OSM&I for other color numbers and paint formulations.

Add to section 59-3.03:
For bridge no. _____, the 2nd finish coat must match color no. _____ of FED-STD-595.
