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Section 59-4.03. Use for painted sign structures if one or more of the following applies:
1. Bolted connections are located in a freeze-thaw area or within 2 miles of ocean or tidal waters
2. The 2nd finish coat color is not 24491, ranch green

1–2. Use if bolted connections are located in a freeze-thaw area or within 2 miles of ocean or tidal waters.
Add to section 59-4.03A:
1
Clean the inside surfaces of bolt holes under SSPC-SP 1 and remove any visible rust.
2
Paint the inside surfaces of bolt holes with 1 application of organic zinc-rich primer after applying the undercoat of inorganic zinc to adjacent steel surfaces. Keep the steel surfaces adjacent to the bolt holes clean and protected from drippings during the application of the primer.
3. Use if the 1st finish coat color is not no. 24558 or the 2nd finish coat color is not no. 24491, ranch green. Concrete gray is no. 26408. Contact OSM&I for other color numbers and paint formulations.
Replace the 2nd paragraph of section 59-4.03D with:
[bookmark: _GoBack]The 1st finish coat color must match no. _____ of FED-STD-595. The 2nd finish coat color must match no. _____ of FED-STD-595.
