[bookmark: _GoBack]

Page 1 of 1


Section 60-3.02C(7). Use for preparing concrete bridge decks for deck treatments and deck overlays.
If slurry or chip seal contrast treatment is known to be present on the bridge deck, include a bid item for remove chip seal.

Add to section 60-3.02C(7):
1. Use wherever high volume or high speed traffic exists.
When abrasive blasting within 10 feet of traffic, remove the residue using a vacuum attachment operating concurrently with the blasting equipment.
2. Use if there is no item of work for chip or slurry seal removal and incidental amounts of slurry or chip seal may be present on the deck.
If ordered, remove existing slurry or chip seal contrast treatment. This is change order work.
