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Section 70-3.02B(1). Use if welded steel pipe is coated.

Replace the 1st paragraph in section 70-3.02B(1) with:
1. Use if only interior or exterior wall coating is required. Insert either "interior" or "exterior."
Coat the ________ portions of the welded steel pipe drainage facility.
Add to section 70-3.02B(1):
2. Use if all welded steel pipe has the same coating. Insert coating type. Coating type is either coal tar, epoxy, or asphalt. Delete par. 3.
Coat welded steel pipe with ________.
3. Use if pipe coating varies per location. Insert coating types and location. Coating types are coal tar, epoxy, and asphalt.
Coat welded steel pipe with the coating type at the corresponding location shown in the following table:
	Coating type
	Location

	
	

	
	

	
	



