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Section 72-5.02. Use to specify colored concrete for concrete slope protection.

1. Use if needed to specify some locations with color and others without. Edit to suit the work.
Add to the end of section 72-5.01:
Color the concrete at the following locations:
1.	_______________
2.	_______________
3.	_______________

2. Use if the color is not no. 30450 of FED-STD-595 (tan). Insert the color number. Edit to suit the work.
Replace the 5th paragraph of section 72-5.02 with:
The color of the completed concrete after curing and when air dry must match color no. ________ of FED-STD-595.
