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Section 75-7. Use for isolation casings.

Replace Reserved in section 75-7 with:
75-7.01  GENERAL
1
Section 75-7 includes specifications for installing isolation casings.
2
Earthwork must comply with section 19-3. 
3
Neoprene strips must comply with the specifications for strip waterstops in section 51-2.05 except that protective board is not required.
75-7.02  MATERIALS
4
Corrugated steel pipe must (1) comply with section 66-1 and (2) be made from zinc-coated steel sheet.
75-7.03  CONSTRUCTION
5
Place structure backfill under section 19-3.03E. Compact structure backfill to a relative compaction of at least 90 percent. Do not pond or jet the backfill.
6
Before cleaning and painting, slightly round sharp edges and edges that are marred, cut, or roughened in handling or installation. Clean edges of the pipe as specified for repairing damaged galvanized surfaces in section 75-1.02B.
7
Where shown, paint galvanized steel surfaces under section 59-3.
75-7.04  PAYMENT
8
Not Used
