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Section 84-2.03C(2)(b). Use for extruded thermoplastic if (1) more durable traffic striping is required or (2) striping is placed on asphalt concrete pavement.

Insert the required thickness and application rate from the following table:
	Minimum
stripe thickness
(inch)
	Minimum
application rate
(lb/ft)

	0.080
	0.27

	0.100
	0.34


1
Replace the 2nd paragraph in section 84-2.03C(2)(b) with:
[bookmark: _GoBack]Apply thermoplastic for traffic stripes by the ribbon extrusion method in a single pass at a rate of at least ____ lb/ft of 4-inch-wide solid stripe. The applied thermoplastic must be at least ____ inch thick.
