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Use for Class 2 Aggregate Base except when SSP 26-080 is used.

10‑1.__  AGGREGATE BASE

Aggregate base must comply with Section 26, "Aggregate Bases," of the Standard Specifications and these special provisions.
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Aggregate base must be Class 2.

3.  A Construction Engineering Work Plan (CEWP) with FHWA is required to use this paragraph.

Aggregate may include processed glass.  Place aggregate base with glass only where the material is to be permanently covered.

4.  Deleting this paragraph must be approved by District Environmental.

Do not store reclaimed asphalt concrete or aggregate base with reclaimed asphalt concrete within 30 m measured horizontally of any culvert, watercourse, or bridge.

5*.  Use this paragraph if the 150 mm maximum compacted thickness specified in Section 26-1.04, "Spreading," of the Standard Specifications is increased.

The maximum compacted thickness of any 1 layer of aggregate base must not exceed __ mm.

