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Corrosion test data is required to support the use of corrugated aluminum pipe (CAP) and aluminum-coated corrugated steel pipe (CSP) as allowable alternatives.

Size, thickness, coatings and joint classification MUST be shown on the plans.

Include 64-010 with applicable 64-xxx SSPs if plastic pipe is an allowable alternative.

Include 65-010 with applicable 65-xxx SSPs if reinforced concrete pipe (RCP) is an allowable alternative.

Include 66-010 with applicable 66-xxx SSPs if corrugated metal pipe (CMP) is an allowable alternative.

Include 67-010 if structural metal plate pipe is an allowable alternative.

10-1.__  ALTERNATIVE PIPE

Alternative pipe culverts must comply with Section 62, "Alternative Culverts," of the Standard Specifications.

