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Use when project falls within the kilometer post limits shown for Climate Area III of Appendix 4C of the PS&E Guide.  This special provision also may be used in areas other than those listed.

1.  Use when the concrete structures involved are:  (1) bridge, (2) box culverts, (3) critical with regard to safety of public traffic, (4) concrete pavement.  Modify requirements when justified in a District Materials Report and when approved by the Transportation Laboratory and Structures Design.  Always keep title.

8‑2.__  FREEZING CONDITION REQUIREMENTS

The mortar strength of fine aggregate relative to the mortar strength of Ottawa sand shall be 100 percent, minimum, as determined by California Test 515.
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Portland cement concrete and precast portland cement concrete products shall contain not less than 350 kilograms of cement per cubic meter unless a higher cement content is required elsewhere in these special provisions.
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An air‑entraining admixture conforming to the provisions in Section 90‑4, "Admixtures," of the Standard Specifications shall be added to the concrete at the rate required to result in an air content of 6 ± 1.5 percent in the freshly mixed concrete, unless a different air content is specified in these special provisions.

